
300 - 2319 St. Laurent Blvd

Ottawa, ON, K1G 4J8

1-800-749-1947

www.paracellabs.com

Grayspec Home Inspection Services

125 Elm St

Gananoque, ON K7G2T1

Certificate of Analysis

Attn: Jason Graydon

Order Date: 7-Aug-2024 

    Report Date: 13-Aug-2024 
Client PO:  

This Certificate of Analysis contains analytical data applicable to the following samples as submitted :

Custody:     

 Order #: 2432208

Project: 735 County Rd. 2, Landsdowne

Client IDParacel ID

Roof2432208-01

Floor space second floor2432208-02

Bathroom flooring2432208-03.1

Bathroom flooring2432208-03.2

Approved By:

Any use of these results implies your agreement that our total liabilty in connection with this work, however arising, shall be limited to the amount paid by you for 

this work, and that our employees or agents shall not under any circumstances be liable to you in connection with this work.
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Senior Analyst

Emma Diaz



 Order #: 2432208

Project Description: 735 County Rd. 2, Landsdowne

Certificate of Analysis

Client:

Report Date: 13-Aug-2024

Order Date: 7-Aug-2024 

Client PO:  

Grayspec Home Inspection Services

Asbestos, PLM Visual Estimation     **MDL - 0.5%**

Paracel ID Material IdentificationSample Date % ContentColour Description Asbestos Detected

Client ID: Roof07-Aug-24 Grey Vermiculite Yes2432208-01

[AS-VER2]

1Actinolite

99Non-Fibers

Client ID: Floor space second floor07-Aug-24 Brown Vermiculite Yes2432208-02

[AS-VER2]

1Actinolite

99Non-Fibers

Client ID: Bathroom flooring07-Aug-24 Brown Tile Yes2432208-03.1

1Chrysotile

99Non-Fibers

Client ID: Bathroom flooring07-Aug-24 Yellow Mastic No2432208-03.2

100Non-Fibers

** Analytes in bold indicate asbestos mineral content.

Analysis Summary Table

Lab AccreditationLab LocationMethod Reference/DescriptionAnalysis Analysis Date

AppE to SubE of 40CFR Part763 and 

EPA/600/R-93/116

12-Aug-24CALA 37621 - MississaugaAsbestos, PLM Visual Estimation

Mississauga Lab: 15 - 6800 Kitimat Rd Mississauga, Ontario, L5N 5M1

Qualifier Notes

Sample Qualifiers :

Insufficient sample for Chatfield Method.  Note that TEM analysis is recommended for confirmation of asbestos in 

vermiculite.
 :AS-VER2

Work Order Revisions | Comments

None
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